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ZUMRUT INTERNATIONAL KiMYA

Analysis of Liquid Paraffin Cosmetic Grade

Kin viscosity at 40 C 16-20 Cst ASTM D-445

Carbon residue wt% 0.001-0.005 ASTM D-189
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